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Interaction of colloids with a nematic-isotropic interface
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The Landau–de Gennes free energy is used to calculate the interaction between long cylindrical colloids and
the nematic-isotropic~NI! interface. This interaction has two contributions: one is specific of liquid crystals
and results from the deformation of the director field close to the particles or to the interface, while the other
is generic and results from wetting and surface tension effects. Deep in the nematic phase the director field of
long cylindrical colloids, with strong homeotropic anchoring, exhibits two half-integer defect lines. As the
colloid moves towards the interface, the director configuration changes through a series of discontinuous
transitions, where one or two of the defects are annihilated. In addition, the NI interface bends towards the
colloid in order to minimize the elastic free energy in the nematic. In the isotropic phase, the colloid is
surrounded by a thin nematic layer that reduces the surface free energy under favorable wetting conditions. The
interaction has a well-defined minimum near the interface. In this region the director and interfacial structures
are complex and cannot be described analytically. Using the numerical results for the Landau–de Gennes free
energy in the harmonic region, we obtained simple scaling laws for the~linear! force on the colloid.
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I. INTRODUCTION

Colloidal dispersions are suspensions of solid or liq
particles in a host fluid. The size of the particles can v
from a few nanometers up to several micrometers. Collo
dispersions are often found in long-lived metastable sta
providing the basis for a range of industrial applications, e
paints, drugs, foods, coatings, etc.@1#.

Colloidal dispersions in nematic liquid crystals form
special class of colloids. The difference from ordinary c
loids arises from the long-range orientational order of
liquid crystal molecules, described by the so-called nem
director. Topological defects of the director field@2#, addi-
tional long-range forces between colloidal particles@2–4#,
and, as a result, supermolecular structures@5,6# are phenom-
ena specific of colloidal nematics.

Colloidal nematics are usually prepared in the isotro
phase. To prevent flocculation due to attractive van der W
forces, colloidal particles are treated to induce electrost
or steric repulsive interactions. After cooling to a tempe
ture below the nematic-isotropic~NI! transition, the colloids
often segregate forming nonuniform clusters. In general,
pological defects stabilize the dispersion@3# although, in
some cases, they may help flocculation by producing a
tional attractive interactions@7#.

The spatial distribution of colloidal particles is very se
sitive to the cooling rate and cooling conditions@8,9#. Recent
results@10# revealed that the drag on colloids by a NI inte
face plays an important role in the final spatial pattern. In
experiment, large nematic and isotropic domains were se
rated by moving NI interfaces. Depending on the cooli
rate ~velocity of the interface! different structures were ob
served:~a! cellular structures, also reported earlier@8,9,11#,
with particle-free nematic domains separated by particle-
regions;~b! striped structures, where the particle-rich regio
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are arranged in a set of stripes;~c! rootlike structures. A
major conclusion of the study was that the motion of t
particles may be controlled by their interaction with the
interface.

Here we reexamine this conclusion by analyzing in de
the interaction between colloidal particles and a NI interfa
As a first step we investigate the~static! Landau–de Genne
order-parameter distributions around colloidal particles in
vicinity of NI interfaces. By calculating the correspondin
free energies we obtain explicit results for the forces.

For simplicity, we consider the interaction of a long c
lindrical colloid with a planar NI interface. We assum
strong homeotropic anchoring of the director at the partic
surface everywhere and wetting boundary conditions~see
Sec. II C!. In the nematic phase, these anchoring conditio
give rise to a pair of 1/2 strength defect lines, which me
with the isotropic phase as the particle approaches the
interface, distorting the planar interfacial region on a scale
the order of the colloidal radius. As a result, the interface
strongly bent around the colloidal particle on both sides
the interface. The effective interaction is shown to be rat
complex and to exhibit a well-defined minimum close to t
interface. Near the minimum, a scaling analysis of the
merical results for the free energy yields the scaling form
the force on the particle.

The paper is organized as follows. The geometry,
model, and the minimization technique are described in S
II. The results for the director configurations and free ene
are presented in Sec. III. A discussion of the major findin
together with concluding remarks, appear in Sec. IV.

II. LANDAU –de GENNES THEORY

A. Geometry

In this study we consider a geometry similar to that us
in the experiments@10#. Briefly, one end of the sample i
©2004 The American Physical Society06-1
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placed in a hot and the other in a cold oven. The tempe
tures are chosen such that the NI interface is in the
between the ovens and a constant temperature gradie
maintained throughout the sample.

A geometry mimicking the experimental setup is shown
Fig. 1. A uniform temperature gradient is imposed along
x axis with the ‘‘hot’’ wall at x5L/2 and the ‘‘cold’’ wall at
x52L/2, whereL is the size of the system. The director
the cold wall is fixed either parallel or perpendicular to t
wall. The order parameter at the hot wall is set to zero. N
that the position of the interface, atx50, is pinned by the
temperature gradient.

A colloidal particle, which we take to be a long cylinde
of radiusR, with the symmetry axis parallel to thez axis, is
immersed in the nematic. Periodic boundary conditions
used in they direction.

B. Tensor order parameter

We use the Landau–de Gennes tensor order-param
Qab formalism since it is free fromdivergentterms due to
the defect cores and it takes into account thebiaxiality that
may occur in nonuniform nematics@12–14#.

Owing to the traceless, symmetric character of the ten
order parameter it can be represented as@15#

Qab~r!5 1
2 Q~3nanb2dab!1 1

2 B~ l al b2mamb!, ~1!

where the direction of maximal orientational order is giv
by the directorn, Q is the scalar order parameter, and t
unit vectorsl,n,m form a local orthonormal triad.

Spatial nonuniformities that do not coincide withn break
the cylindrical symmetry of the average angular enviro
ment, and thus one must allow for biaxiality, i.e.,BÞ0.

The translational symmetry of the interface along thez
axis and the assumed homeotropic boundary conditions
the colloidal surface imply that the director is confined to t
xy plane. Then the vectorm may be chosen along thez axis
and the vectorl is in thexy plane,

FIG. 1. ~Color online! xy cross section, of sizeL3L, of the
system studied.
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n5~cosu,sinu,0!, ~2!

l5~sinu,2cosu,0!,

m5~0,0,1!.

In this case, the tensor order parameter has three inde
dent components only,

Q5S Q11 Q12 0

Q12 Q22 0

0 0 2Q112Q22

D . ~3!

In the following we will use this representation of the tens
order parameter.

C. Free energy

The system is described by the Landau–de Gennes
energy@16#

F$Q%5E ~ f b1 f e!dV1E f s dS, ~4!

wheref b is the bulk free energy density,f e is the elastic free
energy density, andf s is the surface free energy. Within
mesoscopic approach the minimum of the Landau–
Gennes functionalF gives the equilibrium value of the ten
sor order parameter.

Symmetry arguments yield for the local bulk free ener
density@16,17#

f b5a Tr Q22b Tr Q31c@Tr Q2#2, ~5!

wherea is assumed to depend linearly on the temperatu
while the positive constantsb,c are taken temperature inde
pendent.

It is convenient to scale out the variables by defining

Q̃i j 56c/bQi j ,
~6!

f̃ b5242c3/b4f b .

It will be understood that such scaling has been carried
and we shall omit the overbars in the text below.

We also introduce a dimensionless temperaturet by de-
fining

a5tb2/24c. ~7!

For a uniform uniaxial nematic (Q115Q,Q225Q335
21/2Q) the free energy~5! takes the form

f b5tQ222Q31Q4. ~8!

The nematic state is stable whent,1 with a degree of ori-
entational order given by

Qb5
3

4 S 11A12
8

9
t D . ~9!
6-2
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We modeled the temperature gradient in thex direction by
assuming thatt depends on thex coordinate

t5tcS 11a
2x

L D , ~10!

wheretc51 is the NI transition temperature. Equation~10!
implies that the NI transition occurs atx50, i.e., the inter-
face is in the middle of the cell and is parallel to they axis.

The elastic free energy density can be written as@17#

f e5
1

2
L1

]Qi j

]xk

]Qi j

]xk
1

1

2
L2

]Qi j

]xj

]Qik

]xk
, ~11!

where the constantsL1 and L2 are related to Frank-Osee
elastic constants byK115K3359Qb

2(L11L2/2)/2 and K22

59Qb
2L1/2 andQb is the bulk nematic order parameter. Th

sign of L2 defines the preferred orientation of the director
the NI interface.L2.0 (L2,0) favors planar~perpendicu-
lar! anchoring@18#.

We assumed strong homeotropic anchoring of the dire
at the colloidal surface. This is valid if the anchoring para
eterWR/K@1, whereW is the anchoring energy of the su
face, and holds for large colloidal particles and/or anchor
strengths. We also assumed that the nematic at the pa
surface is uniaxial with a scalar order parameterQs51, in-
dependent ofx. Under these conditions, a planar interface
wetted by the nematic phase as the temperature is low
through the NI transition.

D. Minimization procedure

The equilibrium distribution of the tensor order parame
Qi j is obtained by minimizing the free energy functional~4!
numerically using finite elements with adaptive meshes. D
ing the minimization the square integration regionL3L was
triangulated using the BL2D subroutine@19#. The functions
Qi j are set at all vertices of the mesh and are linearly in
polated within each triangle. The free energy is then m
mized using the conjugate gradients method@20# under the
constraints imposed by the boundary conditions.

A new adapted mesh is generated iteratively from the p
vious minimization. The new local triangle sizes are calc
lated from the variations of the free energy, in order to gu
antee a constant numerical weight for each minimizat
variable. The final meshes, with a minimal length of;1022,
had;105 minimization variables. Lengths are in units of th
diameter of the colloidal particle, 2R51.

We usedj25L18c/b250.001 that corresponds to a nem
atic correlation lengthj'0.03, which is larger than the
smallest mesh length. The system size was eitherL512 or
L520 and the temperature gradient was set ata50.025.

In order to obtain both stable and metastable configu
tions, we used different types of initial conditions includin
flat and curved NI interfaces.
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III. RESULTS

A. Free interface

First, we analyze the tensor order parameter of a free
interface, without colloidal particles and temperature gra
ents, for a system withL2 /L152. For this ratio of the elastic
constants the interface favors planar anchoring of the dire
~molecules parallel to the interface! @18#. The order param-
eter is fixed at the cell boundaries:Q(x52L/2)51, Q(x
5L/2)50 and the director is aligned along they axis, par-
allel to the interface.

The order parameter and biaxiality profiles are shown
Fig. 2. As expected, the order parameter changes from
bulk value of the nematic phase,Qb51, to the bulk value of
the isotropic phase,Qiso50. The width of the interface is o
the order of the nematic correlation length. The nematic a
isotropic phases are uniaxial, with zero biaxiality. The int
facial region, however, is slightly biaxial.

Note that the analytic solution of the corresponding var
tional problem does not exist, even in the one-dimensio
case, when the tensor order parameter depends only onx
coordinate. However, one may use the de Gennes ansat
the order-parameter profile, which neglects biaxiality@18#,

Q5
1

2 S 12tanh
x

z D , ~12!

wherez is the nematic correlation length when the director
parallel to the interface,

z25j2S 61
L2

L1
D . ~13!

A fit of the results of the numerical minimization to Eq.~12!
yields z2'0.008 07 while Eq.~13! givesz250.008, i.e., the
agreement is very good. The small difference is attributed
the biaxiality of the interface@12#, not taken into account by

FIG. 2. Order parameterQ and biaxialityB of a free NI inter-
face. Circles: order parameter, results of the numerical minim
tion; solid line: fit to Eq.~12!. Squares: biaxiality, numerical results
Note the different scales and offset for the order parameter
biaxiality profiles.
6-3
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the ansatz~12!. Note that we decreased the minimal me
length down to 1023 in order to increase the accuracy of th
results.

We also found that the surface tension is a function of
polar angle of the director with the interface normal. As
result, the interface has an easy axis with corresponding
choring energy. We found planar interfacial anchoring~easy
axis parallel to the interface! for L2.0. L2,0 results in
homeotropic interfacial anchoring~easy axis normal to the
interface! in agreement with previous results@12,18#.

We studied the interaction of a colloid with the NI inte
face under various anchoring conditions of the director at
interface: ~i! director parallel to the interface,L2.0; ~ii !
perpendicular to the interface,L2,0; ~iii ! director tilted with
respect to the interface, due to a mismatch between inte
cial anchoring and the alignment at the cell boundaries.

B. Planar interfacial anchoring

The anisotropy of the elastic constants isL2 /L152, fa-
voring director alignment parallel to the NI interface. Th
director at the cold wall is fixed parallel to they axis, which
is also parallel to the NI interface.

Typical order parameter and director maps are shown
Fig. 3. The strong anchoring of the director at the colloid
surface yields two half-integer defect lines in the nematic,
from the interface, to ensure that the topological charge
the system is zero@see Fig. 3~a!#. The director distortion
vanishes very rapidly in the nematic phase, and the core
the defects extend over a few nematic correlation lengths
line with previous studies@7,21,22#. At these distances ther
is no interaction between the colloid and the interface:
director at the interface is uniform, the interface is flat and
is pinned atx50, where the nematic and isotropic phas
coexist~t51!.

On reducing the colloidal distance from the interface,
defect closest to the interface merges~discontinuously! with
the isotropic phase@Figs. 3~b! and 3~c!#. The interface bulges
towards the colloid to accommodate the isotropic pha
where the defect core disappeared. Note that the anchori
the NI interface is planar and follows the interfacial curv
ture, except in the region where the defect used to be. H
the director tilts and the interfacial anchoring becomes
meotropic, see Fig. 3~b!.

As the colloid moves further into the isotropic phase, it
wrapped by the NI interface that forms a nematic ‘‘cavit
around the colloid@Fig. 3~d!#. The second defect is stil
present on the nematic side. At a certain point, this confi
ration becomes metastable, and eventually annihilation of
second defect occurs. This is accompanied by a symm
breaking transition: the cavity is no longer symmetric und
y→2y reflexion@Fig. 3~e! illustrates one of the two possibl
configurations#. These configurations with broken symmet
are always metastable.

Finally, deep in the isotropic phase, the colloid is wrapp
by a thin layer of nematic phase due to the~wetting! bound-
ary conditions at the colloidal surface (Qs51), Fig. 3~f!.

To investigate the nature of the structural transitions
tween different director field configurations, we plot the fr
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energy as a function of the particle position in Fig. 4.
Deep in the isotropic phase, the configuration of Fig. 3~f!

is the only stable one. There is a small force acting on
particle in the direction opposite to the temperature gradie
This force is due to an increase in the free energy of
nematic layer, as the particle moves into a region at hig
temperature.

Moving from the isotropic into the nematic phase, th
configuration becomes first metastable, and then unstable
a certain point, the configuration with a nematic ‘‘cavity’’ i
the isotropic phase, Fig. 3~d!, becomes stable.

Finally in the nematic phase, the configuration with o
defect becomes metastable, and then unstable. The se
defect appears, as shown in Fig. 3~a!. At this point the inter-
action of the particle with interface almost vanishes. T
small negative slope of the free energy, giving rise to a fo
along the temperature gradient, is due to the tempera
dependence of the elastic energy, which increases as the
ticle moves towards the cold wall.

The jumps in the free energy reveal discontinuous~or
first-order! instabilities between the physical director co
figurations. The equilibrium position, i.e., the position whe

FIG. 3. ~Color online! Order parameter and director maps f
colloids at a distanced from the NI interface:~a! d522.5; ~b! d
522; ~c! d521; ~d! d51.5; ~e! d51.625; ~f! d52. Red~dark!
corresponds to the isotropic phase withQ50, and white to the
nematic phase withQ'1. System sizeL512, anisotropy of the
elastic constantsL2 /L152.
6-4
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the force on the colloid vanishes, is near the interface, ax
50.

C. Homeotropic interfacial anchoring

Liquid crystals with negative elastic constant anisotro
K22.K11,K33, are modeled byL2 /L1,0 @16#. In these sys-
tems the NI interface favors homeotropic anchoring, i
alignment of the molecules perpendicular to the interfa
@18#.

To study this case, we fixed the director at the cold w
along thex axis and used for the elastic constantsL2 /L15
20.5. For this set of parameters the director is parallel to
x axis, or perpendicular to the interface.

The order parameter and director maps are shown in
5. Since the director is perpendicular to the interface,
defect lines are in the plane parallel to the interface, F
5~a!. In this geometry both defects merge with the isotro
phase very quickly, when the particle is still on the nema
side of the interface, Fig. 5~e!. Subsequently, the particle i
surrounded by a thin layer of nematic phase until the fu
wrapped state in the isotropic phase obtains, Fig. 3~f!.

Deep in the nematic phase, we have also found a confi
ration with only one defect, Fig. 5~b!. However, analysis of
the free energy, Fig. 6, shows that this configuration is
ways metastable.

D. Director tilted at the NI interface

Another situation, often found in experiments, corr
sponds to tilted NI interfaces. However, the~simple!
Landau–de Gennes theory fails to describe this interfa
anchoring and higher order gradients or more sophistica
density-functional theories are required in order to desc
tilt at NI interfaces@23#. In finite cells, on the other hand
tilted interfaces may result from mismatching boundary c
ditions at the cell boundaries and the NI interface prop

FIG. 4. ~Color online! Free energyF as a function of the dis-
tance of a colloidal particle from the NI interface. Both metasta
and stable solutions are shown. Circles, particle moving from
isotropic to the nematic phase; squares, particle moving from
nematic to the isotropic phase. System sizeL512, anisotropy of
the elastic constantsL2 /L152. Letters correspond to the directo
configurations shown in Fig. 3.
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Indeed, in a planar cell, one may have the director align
parallel to the bounding plates, say, along thex axis and a NI
interface in thezy plane providing planar anchoring alon
the z axis. This is the so-called hybrid, orp cell @24,25#
where the director bends in the bulk to match the bound
conditions; as a result there is a bulk splay-bend deforma
even in the absence of colloidal particles.

For this geometry we usedL2 /L152 and fixed the direc-
tor at the cold wall parallel to thex axis or perpendicular to
the NI interface. The system size isL520.

The order parameter and director maps, shown in Fig
are qualitatively similar to those described in Sec. III

e
e
e

FIG. 5. ~Color online! Order parameter and director maps f
colloids at a distanced from the NI interface:~a,b,c! d521.5; ~e!
d520.5. System sizeL520, anisotropy of the elastic constan
L2 /L1520.5.

FIG. 6. ~Color online! Free energyF as a function of the dis-
tance of a colloidal particle from the NI interface. Squares, init
condition with a ‘‘flat’’ interface; circles, initial condition with a
‘‘curved’’ interface; triangles, ‘‘curved’’ interface with the initial
director tilted at p/4 ~metastable configuration!. System sizeL
520, anisotropy of the elastic constantsL2 /L1520.5. Letters cor-
respond to the director configurations shown in Fig. 5.
6-5
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ANDRIENKO et al. PHYSICAL REVIEW E 69, 021706 ~2004!
where the director is parallel to the cold wall and the int
face. The tilt of the defects is due to the tilted nematic dir
tor, Fig. 7~a!. Otherwise, the same configurations are pres
with two defects, deep in the nematic phase@Fig. 7~a!#; with
one defect, close to the interface@Figs. 7~b! and 7~d!#; with-
out defects, also close to the interface@Fig. 7~e!#; without
defects, deep in the isotropic phase@similar to the configu-
ration shown in Fig. 3~f!#.

However, a careful analysis of the free energy, which
shown in Fig. 8, reveals that the structural transitions
different. The configuration with one defect@Fig. 7~d!# be-

FIG. 7. ~Color online! Order parameter and director maps f
colloids at a distanced from the NI interface:~a! d522.5; ~b! d
522; ~d,e! d50.7. Red~dark! corresponds to the isotropic phas
with Q50 and white to the nematic phase withQ'1. System size
L520, anisotropy of the elastic constantsL2 /L152.

FIG. 8. ~Color online! Free energyF as a function of the dis-
tance of a colloidal particle from the NI interface. Squares, ini
condition with a ‘‘flat’’ interface; circles, initial condition with a
‘‘curved’’ interface. System sizeL520, anisotropy of the elastic
constantL2 /L152. The director is tilted at the NI interface. Lette
correspond to the director configurations shown in Fig. 7.
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comes metastable in the isotropic side of the interface;
defect-free configuration@Fig. 7~e!#, which was metastable
previously, is now stable. A physical explanation is simp
because of the tilt, the remaining defect is closer to the
terface and it is more easily annihilated. The bending of
interface is also weaker.

IV. DISCUSSION AND CONCLUSIONS

We end with a brief discussion of the implications of o
work on the drag of colloidal particles by the NI interface

Figures 4, 6, and 8 reveal that close to the minimum
free energyF is a quadratic function of the position of th
colloid and thus, in this region, the force is proportional
the separationd.

We have calculated the forceF52]F/]d, as a function
of d, for several colloidal sizes, in the geometry with plan
interfacial anchoring, as in Sec. III B. The resulting curve
together with the fit to the following dependence

F5F01k
d

R
, ~14!

are shown in Fig. 9. The inset of Fig. 9 shows the dep
dence of the force strengthk on the particle size. We find
that, to a good approximation,k}R2.

It is interesting to compare this result to the scaling arg
ments used in Ref.@10#. If we neglect phenomena related
the creation and annihilation of defects, and treat the in
face as sharp, the only parameters in the problem are
radius and length of the colloid,R and L respectively, the
elastic constantK, and the surface tensions. The appropri-
ate combinations of these parameters with the dimension
force areKL/R andsLR, where we took into account tha
for a particle of lengthL@R the force is proportional toL.
Therefore, the elastic and the surface tension contribution
the total force can be written asFe5KL/R fe(d/R), Fs
5Ls f s(d/R), where f e and f s are dimensionless function
of the penetration depthd/R. It is clear that neither of these

l

FIG. 9. Force on the particle as a function of the particle po
tion. Inset: strength of the force as a function of the colloidal s
and fit tok}R2.
6-6
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forces gives the observed}R2 dependence on the partic
size: the elastic force is inversely proportional toR, while the
contribution due to the surface tension does not depend
the particle size at all. One reason for this discrepancy~apart
from the presence of defects! is the complex structure of th
interface, which bends forming a cavity to wrap the collo

Another interesting conclusion is the asymmetry of t
free energy profile as a function of the colloid position: wh
the particle moves from the nematic to the isotropic pha
the metastable phase with a nematic cavity@Fig. 3~d!# be-
comes unstable much faster than the corresponding m
stable state with one or no defects@Fig. 3~b!#, when the par-
ticle moves from the isotropic to the nematic pha
Therefore, the interface drags the particle more efficien
when the colloid moves from the nematic to the isotro
side, owing to the presence of a higher energy barrier. T
effect has been observed experimentally@10#.
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We also note that wrapping a colloidal particle by the
interface resembles the process of wrapping a colloidal p
ticle by a membrane@26,27#. A detailed comparison of thes
processes requires, however, further analysis.

To summarize, we studied the interaction of a cylindric
colloidal particle with a NI interface. We found that, whe
the particle is close to the interface, the force on the part
is proportional to the penetration depthd/R, and the ampli-
tude of the force scales asR2. At larger penetrations, discon
tinuous configurational transitions occur, related to t
creation/annihilation of topological defects.
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